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Molecular dynamics simulations are performed to study spatially heterogeneous dynamics in a model of
viscous silica above and below the critical temperature of the mode coupling theory,TMCT. Specifically, we
follow the evolution of the dynamic heterogeneity as the temperature dependence of the transport coefficients
shows a crossover from non-Arrhenius to Arrhenius behavior when the melt is cooled. It is demonstrated that,
on intermediate time scales, a small fraction of oxygen and silicon atoms are more mobile than expected from
a Gaussian approximation. These highly mobile particles form transient clusters larger than that resulting from
random statistics, indicating that the dynamics are spatially heterogeneous. An analysis of the clusters reveals
that the mean cluster size is maximum at times intermediate between ballistic and diffusive motion, and the
maximum size increases with decreasing temperature. In particular, the growth of the clusters continues into
the crossover to Arrhenius behavior for the transport coefficients. These findings imply that the structural
relaxation in silica cannot be understood as a statistical bond breaking process. Although the mean cluster sizes
for silica are at the lower end of the spectrum of values reported in the literature for other model liquids, we
find that spatially heterogeneous dynamics in models of strong and fragile glass formers are similar on a
qualitative level. However, unlike the results for fragile liquids, we show that correlated particle motion along
quasi-one-dimensional, stringlike paths is of little importance for the structural relaxation in this model of
silica, suggesting that stringlike motion is suppressed by the presence of a network structure. To study transient
clusters of localized particles, we calculate a generalized susceptibility corresponding to the self-part of a
four-point time dependent density correlation function. We find that this generalized susceptibility is maximum
on the time scale of the structural relaxation, where a strong increase of the peak height indicates a growing
length of spatial correlations between localized particles upon cooling. Characterizing the local structural
environments of the most mobile and the most immobile particles, respectively, we show that high particle
mobility is facilitated by, but not limited to, the vicinity of defects in the network structure.
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I. INTRODUCTION

Applications of various experimental methods demon-
strated that the structural relaxation of many supercooled liq-
uids exhibits dynamic heterogeneities, i.e., it is possible to
select a subset of particles that rotate or translate much far-
ther or shorter distances than an average particle[1–6]. How-
ever, the majority of experimental techniques do not provide
information about the spatial arrangement of mobile and im-
mobile particles, which plays a central role in several theo-
ries of the glass transition[7–9]. Recently, results of multi-
dimensional nuclear magnetic resonance experiments
showed that dynamics in polymers[10] and in organic low-
molecular-weight compounds[11,12] are spatially heteroge-
neous. Particles within a physical region of these viscous
liquids show an enhanced or diminished mobility compared
to particles in a region a few nanometers away. Despite this
progress, an experimental characterization of the time evolu-
tion of spatially heterogeneous dynamics(SHD) is still lack-
ing. Further, detailed experimental studies of the dynamical

behavior of strong liquids, like silica, are hampered by the
high glass transition temperaturesTg of these materials. Nev-
ertheless, based on the Arrhenius behavior observed at suffi-
ciently low temperatures, it is often argued that the dynamics
in silica melts can be understood as a statistical bond break-
ing process[5].

Molecular dynamics(MD) simulations of model glass-
forming liquids provide direct access to spatial correlations
of particle mobility. Due to the available computer power,
simulations today are performed at temperatures nearTMCT,
the critical temperature of the mode-coupling theory(MCT)
[13], where the structural relaxation typically occurs on the
order of nanoseconds. In previous work, MD simulations
were used to investigate dynamic heterogeneity in soft-
sphere [14–16] and hard-sphere systems[17], binary
Lennard-Jones(BLJ) mixtures[18–27], the Dzugutov liquid
[29–31], polymer melts [32–35], and molecular liquids
[36,37]. These studies showed that highly mobile and highly
immobile particles aggregate into clusters that are transient
in nature.

Specifically, highly mobile particles both in simple liq-
uids, such as BLJ mixtures[22] and the Dzugutov liquid
[30], and in more complex systems, like polymer melts[34]
and water[37], form clusters that are largest at times inter-
mediate between ballistic and diffusive motion, where the
mean square displacement is characterized byr2sDtd~ sDtd2

andr2sDtd~Dt, respectively. The size of these clusters grows
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strongly when the liquid is cooled and a divergence atT
<TMCT was proposed[22,38]. Within the clusters smaller
groups of particles move in strings, i.e., particles follow each
other along quasi-one-dimensional paths. This correlated
motion on intermediate time scales, which is believed to fa-
cilitate structural relaxation[38], appears to be universal as
well, as it is found for a range of different model liquids
[21,22,30,35]. In addition, spatial correlations of localized
particles were studied based on a four-point time dependent
density correlation function[24–28,39]. For BLJ liquids, it
was observed that the corresponding generalized susceptibil-
ity x4sDtd exhibits a maximum that increases with decreasing
temperature, indicating that there is a growing length of spa-
tial correlations between particles localized in a time interval
Dt.

All these studies were performed in temperature ranges
where the evolution of the relaxation times shows pro-
nounced deviations from Arrhenius behavior. In a recent MD
simulation study[40], we demonstrated that SHD exists not
only in fragile liquids [41], but also in the van Beest,
Kramer, van Santen(BKS) model of silica [42], which is
commonly used to reproduce structural and dynamical prop-
erties of this paradigm of a strong liquid[43–51]. It is well
established that the transport coefficients of BKS silica show
a crossover from a non-Arrhenius to an Arrhenius tempera-
ture dependence upon cooling[44–48], in agreement with
experimental data[52]. Saika-Voivodet al. [48] related such
behavior to a “fragile-to-strong transition.” We reported ear-
lier that in both the fragile and strong temperature regime,
the most mobile particles form clusters larger than predicted
from random statistics, where the mean cluster size is maxi-
mum at times intermediate between ballistic and diffusive
motion, as was observed for other model liquids. Further, we
showed that the dynamic heterogeneities are short lived so
that high particle mobility spreads throughout the sample on
the time scale of the structural relaxation. In doing so, the
probability for a previously immobile particle to become mo-
bile is enhanced in the vicinity of another mobile particle,
supporting the concept of dynamic facilitation, which is the
cornerstone of a microscopic model of viscous liquids pro-
posed recently by Garrahan and Chandler[8,9]. Finally, our
previous results suggest that, compared to other model liq-
uids, stringlike motion is less relevant for the structural re-
laxation of silica.

In view of these findings for fragile and strong liquids,
one may ask how the transport coefficients of viscous
liquids—in particular their temperature dependence—are re-
lated to the properties of SHD. Indeed, the decoupling of
diffusivity and viscosity or structural relaxation time, indicat-
ing a breakdown of the classic Stokes-Einstein relation, has
been rationalized in terms of SHD[5,24]. Furthermore, a
link between the diffusion coefficientD and the clusters of
mobile particles was observed in two simulation studies
[37,53]. Specifically, it was reported that the mean cluster or
string size is a measure of the mass of the cooperatively
rearranging regions central to the Adam-Gibbs theory[7],
which in turn allows one to describe the temperature depen-
dence ofD. This suggests that the behavior of the transport
coefficients, which describe the long-time liquid dynamics, is
determined by SHD at intermediate times. On the other hand,

Garrahan and Chandler[8,9] emphasize that spatiotemporal
characteristics of mobility propagation are important to ratio-
nalize differences between various glass formers. In particu-
lar, they argue that mobility propagation carries a direction,
the persistence length of which is larger for fragile than for
strong glass formers.

Here, we continue our MD simulation study of SHD in
the BKS model of viscous silica[42]. In this way, we wish to
obtain further insights into the relaxation dynamics of one of
the most important glass formers, which are difficult to ex-
tract from experimental studies. A main goal of the present
work is to quantify the evolution of SHD during the fragile-
to-strong crossover. Moreover, by means of quantitative
comparison with literature data, we seek to ascertain differ-
ences and similarities of SHD among fragile and strong liq-
uids, respectively. We study spatial correlations both among
highly mobile particles and among localized particles. Fi-
nally, we analyze the relation between properties of the local
instantaneous liquid structure and the particle mobility, to
investigate whether there is a structural origin of SHD in
silica. Indications of a relationship between local structure
and local dynamics have been demonstrated in the Dzugutov
[29,54] and BLJ liquids[22].

II. MODEL AND SIMULATION

Previous MD simulation studies[43–51] have shown that
the BKS potential[42] is well suited to reproduce many
structural and dynamical properties of amorphous silica. The
BKS potential energy is given by

fabsrd =
qaqbe2

r
+ Aab exps− Babrd −

Cab

r6 , s1d

where r is the distance between two atoms of typesa and
b sa ,bP hSi,Ojd ande denotes the elementary charge. The
partial chargesqa together with the potential parameters
Aab , Bab, andCab can be found elsewhere[42,49].

Here, we follow simulations of Horbach and Kob[44,45]
and perform computations in theNVE ensemble whereN
=8016 andr=2.37 g/cm3 corresponding to a box lengthL
=48.4 Å. This system size is sufficiently large so as to avoid
significant finite size effects at the studiedT [50,51]. The
equations of motion are integrated using the velocity Verlet
algorithm with a time step of 1.6 fs. In doing so, we truncate
the non-Coulombic part of the potential at a cutoff radius of
5.5 Å. The Coulombic part is calculated via Ewald summa-
tion [55] where we apply a parametera=0.265 together with
a cutoff in Fourier spacekc=2p /LÎ51. As was discussed in
previous work[44,45], the use of this value ofkc leads to a
constant shift of the total potential energy and, hence, does
not affect the forces. We consider values ofT in a range
between 3030 and 5250 K, where the system is equilibrated
for times longer than the structural relaxation time prior to
data accumulation.

Horbach and Kob[44,45] showed that BKS silica consists
of a network of well defined silicate tetrahedra. Further, they
analyzed the temperature dependences of the diffusion coef-
ficient D and the time constantt of the structural relaxation.
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At relatively high T, these quantities were found to vary
according to a power law

D,t−1 ~ sT − TMCTdg, s2d

as predicted by MCT[13]. For the critical temperature, Hor-
bach and Kob[44,45] reported TMCT=3330 K, in good
agreement withTMCT=3221 K determined from the experi-
mental viscosity data of silica[52]. The critical exponents
extracted fromDsTd andt−1sTd were found to beg<2.1 and
g<2.4, respectively[44,45]. At T below a dynamical cross-
over in the vicinity ofTMCT, Arrhenius laws

D,t−1 ~ expf− Ea/skBTdg s3d

were observed[44,45]. Activation energiesEa=4.7 eV and
Ea=5.2 eV for the oxygen and silicon atoms, respectively,
were obtained fromDsTd. The temperature dependence
t−1sTd, extracted from the incoherent intermediate scattering
functions for the oxygen atoms, yielded activation energies
between 5.0 eV and 5.5 eV, depending on the wave vectorq.
All these values are similar toEa=4.7 eV for oxygen and
Ea=6.0 eV for silicon observed in experimental studies near
Tg [56,57].

Our analysis confirms these findings of Horbach and Kob
[44,45]. Specifically, our data are consistent withTMCT
=3330 K and we obtain critical exponentsg<2.0 and g
<2.2 from DsTd and t−1sTd, respectively. Furthermore, we
observe comparable activation energies(see Sec. III A).

III. RESULTS

A. Properties of the bulk

To mark the various time regimes of the structural relax-
ation in BKS silica, we first discuss the incoherent interme-
diate scattering function

Fssq,Dtd = kcoshqW · frWist0 + Dtd − rWist0dgjl. s4d

Here, rWist0d is the position of particlei at time t0 and the
bracketsk¯l denote the ensemble average. Figure 1 shows
Fssq,Dtd for the oxygen and silicon atoms, respectively,
where we use an absolute value of the wave vectorq
=1.7 Å−1. This value ofq corresponds to the first sharp dif-
fraction peak of the static structure factor[44] and, hence,
dynamics on the length scale of the distance of the silicate
tetrahedra is probed. We see in Fig. 1 that the scattering
functions for both atomic species are comparable. Typical of
viscous liquids,Fssq,Dtd shows a two-step decay. While the
short-time decay can be ascribed to ballistic motion, the non-
exponential long-time decay results from the structural relax-
ation. As a consequence of the cage effect[13], which de-
scribes that the particles are temporarily trapped in a cage
formed by their neighbors, a plateau regime develops be-
tween the ballistic and diffusive regimes upon cooling. At the
crossover from the ballistic to the plateau regime, the curves
show oscillations that are damped out for longer times. Hor-
bachet al. [50,51] found a similar behavior and ascribed it to
the boson peak. However, the origin of this feature is still a
matter of debate[45,58].

For an analysis of the structural relaxation, we fit the
long-time decay ofFssq,Dtd to a Kohlrausch-Williams-Watts

(KWW) function,A expf−st /tdbg. In Fig. 2, it is evident that
the temperature dependence of the mean time constant, given
by ktl=st /bdGs1/bd, is similar for both atomic species. At
T&3300 K, the data are well described by an Arrhenius law
where we find activation energiesEa=5.0 eV and Ea
=5.1 eV for the oxygen and silicon atoms, respectively. In
contrast, there are deviations from an Arrhenius law at higher
T, reflecting the crossover observed for the temperature de-
pendence of the transport coefficients[40,44,48]. In particu-
lar, ktsTdl can be fitted by Eq.(2) with TMCT=3330 K atT
.3900 K. The nonexponentiality of the structural relaxation
can be quantified by the stretching parameterb of the KWW
function. We observeb.0.8 for all studiedT and for both
atomic species, and, hence, the deviations from an exponen-
tial behavior are small. A closer inspection reveals that start-
ing from b<1 at highT the stretching parameter first de-
creases, and then becomes constant within statistical error at
T&3800 K (oxygen,b=0.83±0.02; silicon,b=0.85±0.02).

Next, we study the self-part of the van Hove correlation
function [59]

GssrW,Dtd = kdfrWist0 + Dtd − rWist0d − rWgl. s5d

The quantity 4pr2Gssr ,Dtd measures the probability that a
particle moves a distancer in a time intervalDt. Figure 3

FIG. 1. Incoherent intermediate scattering functionsFssq
=1.7 Å−1;Dtd, for the oxygen and silicon atoms, respectively. The
temperatures are, from left to right, 5250 K, 4730 K, 4330 K, 4120
K, 3870 K, 3710 K, 3520 K, 3420 K, 3330 K, 3230 K, 3140 K, and
3030 K.
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depicts this probability for the oxygen atoms atT=3230 K.
It is instructive to compareGssr ,Dtd with the Gaussian ap-
proximation[20,22,34]

G0sr,Dtd = S 3

2pkr i
2sDtdlD

3/2

expS−
3r2

2kr i
2sDtdlD , s6d

where r i
2sDtd= urWist0+Dtd−rWist0du2. While Gssr ,Dtd

=G0sr ,Dtd for short and long times in the structural relax-
ation process, significant deviations are obvious at interme-
diate times. They are demonstrated forDt=31.8 ps in Fig. 3.
For this time interval, 4pr2Gssr ,Dtd shows a pronounced
tail, indicating that some particles move much farther than
expected from a Gaussian approximation. Such behavior is
well known from previous studies of fragile viscous liquids
[20,22,30,34–37]. In the present system, we observe this be-
havior also atT below the fragile-to-strong crossover, con-
sistent with previous findings[44]. This result gives a first
indication of a similarity in SHD between fragile and strong
liquids.

The deviations from Gaussian behavior can be quantified
by the non-Gaussian parameter[22,35]

a2sDtd =
3

5

kr i
4sDtdl

kr i
2sDtdl2 − 1. s7d

In Fig. 4, we see thata2sDtd exhibits a maximum at inter-
mediate times. For both atomic species, the position of the
maximum, ta2, shifts to longer times and the maximum
value,a2

m;a2sta2d, increases with decreasingT. The insets
of Fig. 4 demonstrate that the increase ofa2

m can be de-
scribed by an exponential growth with 1/T. For the silicon
atoms, the temperature dependence may be weaker atT
&TMCT, but statistics are too poor to draw unambiguous con-
clusions. In any case, the data show that the crossover ob-
served for the transport coefficients is not of great impor-
tance for the temperature dependence ofa2

m. At any givenT,
the non-Gaussian parameter is larger for oxygen than for
silicon, implying that dynamic heterogeneity is more pro-
nounced for oxygen. The temperature dependence ofta2 is
displayed in Fig. 2. Upon cooling,ta2 decouples fromktl so
that the time constants differ by about one order of magni-
tude atT=3030 K. Comparison with Fig. 1 shows that the
deviations from Gaussian behavior are largest in the late-b
relaxation regime, consistent with previous results for vari-
ous models of supercooled liquids[20,22,30,34–37].

B. Properties of highly mobile particles

In this section, we investigate the properties of highly
mobile particles on intermediate time scales. Since we are
interested in a detailed comparison with results for non-
networked glass-forming liquids, our analysis focuses on
quantities studied in previous work[22,30,34,37,38]. There,
fractions of mobile particlesf=5–7 % were considered.
These fractions were obtained as the fractions of particles in

FIG. 2. Various time constants characterizing the dynamics of
the oxygen and silicon atoms in BKS silica(see text for details).
The dataktsTdl are fitted by a power law atT.3900 K [dashed
lines, Eq.(2) with TMCT=3330 K,g=2.2 for oxygen and silicon]
and by an Arrhenius law atT,3300 K [solid lines, Eq.(3), Ea

=5.0 eV for oxygen,Ea=5.1 eV for silicon].

FIG. 3. Self part of the van Hove correlation function,Gssr ,Dtd,
for the oxygen atoms in BKS silica atT=3230 K. The timeDt
=31.8 ps compares to the transition between the plateau and diffu-
sive regimes. Dashed line: Gaussian approximationG0sr ,Dtd for
Dt=31.8 ps, cf. Eq.(6). The arrows indicate the distancesrc for
which the integralf=erc

`4pr2Gssr ,Dt=31.8 psddr equals 3%, 5%,
and 7%, respectively. The data to the right of the arrows result from
highly mobile particles studied in Sec. III B. For comparison, the
oxygen-oxygen interparticle distancerOO equals 2.6 Å, see Fig. 11.
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the tail of Gssr ,ta2d. Note that these highly mobile particles
show displacements of at least one interparticle distance,
while the rest of the particles are trapped in their local cages
(see Fig. 3). Here, we compare results forf=3% , f=5%,
andf=7%, where the most mobile particles in a time inter-
val Dt are identified based on the scalar particle displace-
ments within this time window. We analyze the behavior of
the oxygen and silicon atoms separately, since the atomic
species exhibit somewhat different properties, as shown be-
low.

1. Clusters of highly mobile particles

To ascertain the spatially heterogeneous nature of dynam-
ics in BKS silica we first show that highly mobile particles
form clusters larger than expected from random statistics.
Following previous studies[22,30,34,37,38,40], we define a
cluster as a group of highly mobile particles that reside in the
first neighbor shells of each other. For both atomic species,
we define the neighbor shell based on the first minimum of
the respective pair correlation function. A statistical analysis
of the clusters is possible when we determine the probability
distributionPSsn;Dtd of finding a cluster of sizen for a time

interval Dt. From this distribution, the number-averaged and
weight-averaged mean cluster size can be calculated accord-
ing to

SNsDtd = o
n

n PSsn;Dtd s8d

and

SWsDtd =

o
n

n2PSsn;Dtd

o
n

n PSsn;Dtd
, s9d

respectively, whereonPSsnd=1.
In the following analysis of the clusters and, later, of the

strings, we focus on the number-averaged data for the frac-
tion of mobile particlesf=5%. Here, the number average is
considered due to the smaller statistical error of this quantity.
However, we carefully checked that our conclusions depend
neither on the average nor the fraction considered. For sev-
eral examples, this is demonstrated by including results for
f=3% andf=7%. Some findings for the weight-averaged
data were shown in previous work[40]. They are discussed
in Sec. IV, when we compare SHD in various models of
viscous liquids on a quantitative level. Finally, we deter-
mined that an analysis of clusters consisting of both mobile
oxygen and silicon atoms does not yield new insights.

In Fig. 5, we display the temperature dependence of the

normalized mean cluster sizeS̄NsDtd=SNsDtd /SN
* , whereSN

*

=1.21 is the mean cluster size resulting when 5% of the
particles are randomly chosen to construct clusters. Thus,

S̄NsDtd measures exclusively effects due to SHD. Inspecting

the oxygen data, we see thatS̄NsDtd exhibits a peak, indicat-
ing the existence of clusters of highly mobile particles that
are transient in nature. This peak grows and shifts to longer
times upon cooling. In addition, there is a shoulder nearDt
<0.3 ps. These findings confirm our previous results for the

corresponding weight-averaged dataS̄WsDtd [40]. For silicon,

the shoulder becomes a separate maximum andS̄NsDtd shows
two peaks at lowT. Since the position and height of the
primary maximum depend more strongly on temperature
than those of the secondary maximum, both peaks merge at
high T. Comparing the data for both atomic species, we ob-
serve that the clusters are larger for oxygen, consistent with a
larger value ofa2

m for this species.

A shoulder inS̄NsDtd at the crossover from the ballistic to
the plateau regime was also observed for water[37], whereas
such an increase is absent in simple liquids[22,30,38] and a
polymer melt[34]. In the case of water[37], this phenom-
enon was ascribed to “strong correlations in the vibrational
motion of first-neighbor molecules, owing to the presence of
hydrogen bonds.” Similarly, we suggest that the network
structure of silica enables a collective vibrational mode,
which becomes more relevant whenT is decreased. This
conclusion is corroborated by the oscillatory behavior of
Fssq,Dtd in the corresponding time regime(see Fig. 1). Pro-
vided these findings for silica can be attributed to the boson
peak, as proposed by Horbachet al. [50,51], our findings

FIG. 4. Non-Gaussian parametera2sDtd for the oxygen and sili-
con atoms at various temperatures(5250 K, 4330 K, 3870 K, 3520
K, 3330 K, 3140 K, 3030 K). The insets show the temperature
dependence of the maximum valuesa2

m. The solid lines are inter-
polations of the data atT.3600 K with an Arrhenius law. The
limited fitting range was chosen to determine whethera2

m shows a
significantly different temperature dependence at low temperatures.
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imply that this phenomenon results from a local, collective
vibration.

SHD related to the structural relaxation manifests itself in

the primary maximum ofS̄NsDtd. For a quantitative analysis,
we extract the peak times and peak heights. In Fig. 2, we see
that the mean cluster size is maximum at timestS! ktl,
where the ratioktl / tS is nearly independent ofT. For the
silicon atoms, such analysis is not possible at sufficiently
high T, because the primary maximum is submerged by the
secondary maximum so that the temperature-independent po-
sition of the latter results in a constant value fortS. Despite
slight deviations, the temperature dependence oftS for dif-
ferent values off is comparable. Specifically,tS increases
with increasing percentage, but the data forf=3% andf
=7% differ by less than a factor of 2 at all studiedT. In Fig.
6, we show the temperature dependence of the peak height

S̄N
m; S̄NstSd for all considered fractionsf. Inspecting the data

for the lowerT, we observe thatS̄N
m grows nearly exponen-

tially with increasing 1/T. Thus, even in a temperature range
where the relaxation timektl behavior crosses over from
non-Arrhenius to Arrhenius, the mean size of clusters of
highly mobile particles strongly increases. A more detailed

analysis together with a discussion of the results will be pre-
sented in Sec. III C.

Finally, we investigate the probability distribution of the
cluster sizePSsn;Dtd. For simple liquids[22,30,38] and a
polymer melt[34], this distribution exhibits a power-law be-
havior whenDt= tS andT<TMCT. In the insets of Fig. 5, we
showPSsn; tSd for the oxygen and silicon atoms at represen-
tative values ofT. At T=3030 K, clusters containing as
many as 40 oxygen atoms and 20 silicon atoms are observed.
However, a power law is not found at the studied tempera-
tures nearTMCT or below, indicating that this feature of SHD
in simple liquids cannot be generalized to the case of the
network-former BKS silica. The data can be satisfactorily
fitted by a power law multiplied by an exponential cutoff as
reported for non-networked glass-forming liquids above
TMCT. Such behavior is expected when a percolation transi-

FIG. 5. Normalized number-averaged mean cluster sizeS̄NsDtd
for highly mobile oxygen and silicon atoms at various temperatures
(5250 K, 4330 K, 3870 K, 3520 K, 3330 K, 3140 K, 3030 K) and a
fraction of mobile particlesf=5%. The insets show the probability
distribution of the cluster size,PSsn;Dtd, for T=3030 K andT
=4330 K, and times when the mean cluster size is a maximum
sDt= tSd.

FIG. 6. Maximum of the normalized mean cluster sizeS̄N
m to-

gether with the maximum of the mean string lengthLN
m for the

oxygen and silicon atoms as a function of the reciprocal tempera-
ture. The various fractions of mobile particles,f, used in the analy-
sis are indicated. The solid lines are guides to the eye.
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tion is approached and, hence, we cannot exclude that such a
transition occurs at much lowerT.

2. Strings of highly mobile particles

It has been demonstrated[21,22,30,35] that dynamics in
several fragile liquids are facilitated by stringlike motion,
i.e., groups of particles follow each other along one-
dimensional paths. However, our previous work[40] sug-
gests that this type of motion is less important for silica. To
study the relevance of stringlike motion in more detail, we
follow Donati et al. [21] and construct strings by connecting
any two particlesi and j of the same atomic species if

minfurWist0d − rW jst0 + Dtdu,urWist0 + Dtd − rW jst0dug , d.

Similar to the values used in previous work[21,22,30,35],
we setd to ,55% of the respective interatomic distance,
resulting ind=1.4 Å andd=1.7 Å for oxygen and silicon,
respectively. Then, the above condition implies that one par-
ticle has moved and another particle has occupied its posi-
tion. We checked that our conclusions are not affected when
d is varied in a meaningful range.

For an analysis of stringlike motion, we determine the
probability distributionPLsl ;Dtd of finding a string of length
l in a time intervalDt and calculate the number-averaged
mean string lengthLNsDtd in analogy with Eq.(8). Note that
we include “strings” containing only one atom in analogy
with a study of a polymer melt[35]. In Fig. 7, we display the
temperature dependence ofLNsDtd. Although the strings for
both atomic species grow and shrink in time, stringlike mo-
tion is very different for the oxygen and silicon atoms. We
see that, at any givenT, LNsDtd is maximum at a much later
time for silicon than for oxygen. Further, the mean string
length is significantly smaller for the former than for the
latter atomic species. In particular, for the silicon atoms, the
small valuesLNsDtd<1 imply very limited stringlike motion.

The different behavior of highly mobile oxygen and sili-
con atoms can be quantified by the peak timestL and peak
heightsLN

m;LNstLd. The former are included in Fig. 2. For
oxygen, we find that the mean string length and the mean
cluster size are maximum at similar timestS< tL! ktl, as
was observed for simple liquids[22,30] and a polymer melt
[35]. In contrast, these mean sizes peak at very different
times for silicon where the few short strings are largest in the
a-relaxation regime, i.e.,tS! tL<ktl. This finding clearly
shows that the stringlike motion known for fragile liquids is
suppressed for the silicon atoms. In Fig. 6, we show the
temperature dependence of the peak heightsLN

m for all stud-
ied fractions of mobile particlesf. As was observed for the
clusters, the mean string size for the oxygen atoms increases
nearly exponentially with 1/T at the lowerT. For the silicon
atoms, the strings grow more slowly, but large scattering of
the data, in particular at lowT, hampers a quantification of
the temperature dependence.

Examples of the probability distribution of the string
length PLsl ,Dtd are shown in the insets of Fig. 7. For all
consideredT and both atomic speciesPLsl ,Dtd decays expo-
nentially whenDt= tL, as was observed in previous studies of
string-like motion[21,22,30,35]. This finding suggests that

an exponential distributionPLsn,tLd is a feature inherent to
strings constructed in the way described above. In view of
the exponential distribution, an analogy to the equilibrium
polymerization of linear polymers was proposed in previous
work [21,35].

Finally, we analyze the relevance of stringlike motion for
the relaxation of the most mobile particles in silica. Follow-
ing previous work[30], we quantify the importance by the
fraction of mobile particles,fsDtd, that are involved in non-
trivial strings, i.e., strings withl ù3. In Fig. 8, we see that
stringlike motion is of very limited relevance for silicon,
whereas it becomes increasingly important for oxygen upon
cooling. Hence, this dynamical pattern may be an important
channel of relaxation for oxygen nearTg. A more detailed
analysis reveals thatfsDtd is maximum at timesDt= tf < tL
for both the oxygen and the silicon atoms, see Fig. 2. In-
specting the maximum amplitudefm in the insets of Fig. 8, it
is evident that our conclusions do not depend on the value of
f.

C. Relation to the Adam-Gibbs theory

The Adam-Gibbs(AG) relation [7] D~expf−A/ sTScdg,
which links the diffusion coefficient with the configurational

FIG. 7. Number-averaged mean string lengthLNsDtd for highly
mobile oxygen and silicon atoms at various temperatures(5250 K,
4330 K, 3870 K, 3520 K, 3330 K, 3140 K, 3030 K), where f
=5%. The insets show the probability distribution of the string
lengthPsl ;Dtd, for T=3030 K andT=4330 K, and times when the
mean string size is a maximumsDt= tLd.

TEMPERATURE DEPENDENCE OF SPATIALLY… PHYSICAL REVIEW E 70, 061504(2004)

061504-7



entropySc, was found to hold for a BLJ liquid[60], water
[61], and the present case of BKS silica[48]. The AG theory
further proposes a relation betweenSc and the characteristic
mass of cooperatively rearranging regions(CRRs). However,
the CRRs are not precisely defined in the theory and their
nature is still elusive. In recent work on water, Giovambat-
tista et al. [37] observed that

sSN
m − 1d ~ 1/Sc, s10d

suggesting that, first, the(non-normalized) mean cluster size
is a measure of the mass of the CRR and, second, a cluster of
size one does not correspond to a CRR. Furthermore, they
confirmed along the considered isochore the expectation

D ~ expf− A* sSN
m − 1d/Tg s11d

resulting from the AG relation together with Eq.(10). Simi-
lar results were obtained by Gebremichaelet al. [53] for the
Dzugutov liquid.

Here, we analyze whether Eq.(11) is valid for BKS silica.
Since the AG relation holds for this model in the studied
temperature range[48], the validity (failure) of Eq. (11) im-
plies the validity (failure) of Eq. (10) and, hence, we can

determine whether a relation between the clusters of mobile
particles and the CRR exists, as was reported for water[37].
To this end, we extract the diffusion coefficient from the
long-time behavior of the mean square displacement[40]
and plot sSN

m−1d /T as a function of logD in Fig. 9. Evi-
dently, a linear relation is observed for neither oxygen nor
silicon, indicating a failure of Eq.(11) and, thus, also Eq.
(10). Hence, for silica, the mean cluster sizeSN

m is not a
measure of the characteristic mass of the CRR. We also find
that such relation is not valid for the weight-averaged data
SW

m or for clusters consisting of both oxygen and silicon at-
oms. On the other hand, it has been argued[30,38,53] that
the strings and not the clusters are the elementary units of
cooperative motion and, hence, related to the CRRs. There-
fore, we includesLN

m−1d /T as a function of logD in Fig. 9.
While no linear relation is found for the oxygen atoms, such
behavior cannot be ruled out for the silicon atoms. However,
the variation ofLN

m is too small to draw any conclusion in the
latter case, where stringlike motion is peculiar and largely
insignificant anyway.

In the insets of Fig. 9, we show the temperature depen-
dence ofSN

m−1 andLN
m−1. For both atomic species, we ob-

serve that an exponential growth with 1/T fits the data well
over the entire temperature range. This behavior is confirmed
by our analysis for the fractionsf=3% and f=7% (not
shown), indicating that SHD becomes increasingly important

FIG. 8. FractionfsDtd of highly mobile oxygen and silicon at-
oms, respectively, that are involved in nontrivial stringlike motion
sl ù3d. We display results for 5250 K, 4330 K, 3870 K, 3520 K,
3330 K, 3140 K, and 3030 K. The insets show the maximum value
f m as a function of the reciprocal temperature. The values off used
in the analysis are indicated.

FIG. 9. sSN
m−1d /T andsLN

m−1d /T as a function of the logarithm
of the diffusion coefficientD. The dashed lines are guides to the
eye. The solid line is a linear interpolation, which will be expected
if clusters or strings are related to the cooperatively rearranging
regions of the Adam-Gibbs theory[37,53]. In the insets, we depict

the temperature dependence ofXN−1; S̄N
m−1,LN

m−1 together with
Arrhenius fits(solid lines).
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with decreasingT. In particular, we find no evidence for
substantial effects due to the fragile-to-strong crossover ob-
served for the transport coefficients. Provided the exponen-
tial growth continues upon further cooling, the mean cluster
and mean string size are finite at all finiteT. In contrast, a
power-law temperature dependence of the mean cluster size
was found for a BLJ liquid[22,38], suggesting a percolation
transition of clusters of mobile particles in the vicinity of
TMCT.

D. Behavior of four-point spatiotemporal density fluctuations

Previous work[24–27,39] showed that four-point time
dependent density correlation functions are well suited to
study SHD. The general theoretical framework is described
in detail in the literature[26,28]. In brief, it has been proven
useful to define an “order parameter”QsDtd that compares
the configurations of a liquid with densityrsrW ,td=oi=1

N d(rW
−rWistd) at two different timesDt; t2− t1,

QsDtd =E d3r1 d3r2 rsrW1,0drsrW2,DtdcosfqW · srW1 − rW2dg

= o
i=1

N

o
j=1

N

coshqW · frWis0d − rW jsDtdgj. s12d

QsDtd counts the number of “overlapping” particles in two
configurations separated by a time intervalDt. Here, we do
not apply a strict cutoff to define overlapping particles, as
was done in previous studies[24–26], but we follow Berthier
[27] and use the intermediate scattering function, cosfqW ·srW1

−rW2dg, where we again chooseq=1.7 Å−1. The fluctuations of
this quantity are described by a generalized susceptibility

x4sDtd =
bV

N2 fkQ2sDtdl − kQsDtdl2g, s13d

which corresponds to the volume integral of a four-point
density correlation function

x4sDtd =
bV

N2 E d3r1 d3r2 d3r3 d3r4 cosfqW · srW1 − rW2dg

3 cosfqW · srW3 − rW4dgG4srW1,rW2,rW3,rW4,Dtd, s14d

whereb=kBT and

G4srW1,rW2,rW3,rW4,td = krsrW1,0drsrW2,tdrsrW3,0drsrW4,tdl

− krsrW1,0drsrW2,tdlkrsrW3,0drsrW4,tdl.

The overlapping particles are comprised of localized par-
ticles that have only rattled in their cages and particles that
have moved and have been replaced by a neighboring par-
ticle. Accordingly, x4 can be decomposed into self-sxSSd,
distinct sxDDd, and interferencesxSDd parts, where the main
contribution was found to result from the self-part[24,26]. In
this section, we are interested in spatial correlations of local-
ized particles. Therefore, we focus on the self-part, which is
given by

xSSsDtd =
bV

N2 fkQS
2sDtdl − kQSsDtdl2g, s15d

where

QSsDtd = o
i=1

N

cosfqW · „rWis0d − rWisDtd…g. s16d

In Fig. 10, we showxSSsDtd for the oxygen and silicon
atoms at several values ofT. While the susceptibility is small
at high T, it shows a pronounced maximum at lowT. This
strong increase of the peak height,x4

m, indicates a growing
range of spatial correlations between localized particles with
decreasingT [24–27]. Unfortunately, a detailed analysis of
the temperature dependence ofx4

m is hampered by a large
scattering of the values(not shown). To characterize the
times when the fluctuations in the number of localized par-
ticles are biggest, we extract the peak timest4. From the
results in Fig. 2, it is evident that, for both atomic species,
the spatial correlations between localized particles are maxi-

FIG. 10. Generalized susceptibilityxsssDtd for the oxygen and
silicon atoms. The temperatures are 5250 K, 4330 K, 3870 K, 3330
K, 3140 K, and 3030 K.
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mum in the a-relaxation regime. In particular,ktl and t4
show a very similar temperature dependence, where the ratio
ktl / t4 amounts to a factor of about 2. On the other hand,t4 is
about one order of magnitude longer thantS and, hence, SHD
analyzed from the perspectives of localized and highly mo-
bile particles, respectively, is most pronounced at different
times, the former in thea regime and the latter in the late-b
regime. All these findings are consistent with previous results
for BLJ liquids [24–28].

E. Relation between structure and dynamics

Amorphous silica consists of a network of well-defined
silicate tetrahedra. Hence, one may speculate that high par-
ticle mobility is found where the local structure is distorted.
To study the relation between structure and dynamics, we
identify the 5% most mobile and the 5% most immobile
particles during a time intervalDt based on their scalar par-
ticle displacements and characterize their respective environ-
ments at the beginning of this period by means of the pair
correlation functions(PCFs) gabsrd, and the distributions of
coordination numberszabsnd sa ,bP hO,Sijd. In Fig. 11, we
comparegOOsrd for the mobile and immobile oxygen atoms,
whereDt< tS andT=3030 K. While the data for the immo-
bile particles are comparable to those for the ensemble aver-
age, the first and second neighbor peaks are slightly broad-
ened for the mobile oxygen atoms. This behavior is similar
for all gabsrd. Thus, mobile particles during a time interval
DtS exhibit a somewhat less ordered local environment at the
beginning of this time window, at least as measured by
gabsrd, but the effects are weak. A variation ofDt in a mean-
ingful range does not change these conclusions.

Some of the results from our analysis of the distributions
zabsnd are compiled in Table I, where the coordination num-
ber n is defined as the number ofb atoms for which the
distance from a givena atom is smaller than that corre-
sponding to the first minimum ofgabsrd. It is evident that

mobile oxygen and silicon atoms exhibit somewhat higher
mean coordination numbersz̄OO and z̄SiSi, respectively, sug-
gesting that their positions are less favorable in terms of the
potential energy. Further, the percentage of mobile oxygen
atoms in the “ideal” coordination with two silicon neighbors
is smaller than for an average oxygen atom. Likewise, com-
pared to an average particle, mobile silicon atoms are more
often three- or fivefold coordinated to oxygen. However, the
vast majority of the mobile particles are still in their pre-
ferred local structure at the beginning of the particular time
interval and, hence, defects of the local structure are not a
necessary precondition of high particle mobility. On the
other hand, the observed correlations imply that a somewhat
less ordered local environment facilitates particle dynamics.
Thus, the relation between structure and dynamics in BKS
silica is nontrivial, as was also observed for BLJ mixtures
[22] and the Dzugutov liquid[29].

IV. DISCUSSION

One goal of the present work is to compare dynamic het-
erogeneity in various model liquids. For this purpose, we
show our results together with the corresponding literature
data in Table II. To enable a quantitative comparison, we
consider results forT<TMCT in each case. Inspecting the
data, it becomes clear that there is a correlation between the
properties of dynamic heterogeneity at intermediate times
and the features of thea relaxation, e.g., the stretching pa-
rameterb characterizing the nonexponentiality of the decay
of the incoherent intermediate scattering function. Specifi-
cally, the Dzugutov liquid shows the most pronounced dy-
namic heterogeneity at intermediate times and the smallest
value of b, whereas systems like silica, with less heteroge-
neous dynamics at intermediate times, exhibit a largerb. In
what follows, we discuss the findings for various model liq-
uids in more detail.

First, we see from Table II that the non-Gaussian param-
etera2 attains the largest values for the non-network-forming
liquids. Thougha2 was found to characterize aspects of the
heterogeneity of dynamics[36], it does not provide direct
information about the spatial arrangement of mobile and im-
mobile particles. The spatially heterogeneous nature of dy-
namics in the vicinity ofTMCT can be studied by identifying
clusters of mobile particles[22,30,34,37]. On a qualitative
level, the clusters in various model liquids, including BKS
silica, show an analogous behavior. For example, the clusters
strongly grow upon cooling, where, at eachT, the mean clus-
ter size is maximum at timestS in the late-b relaxation re-

FIG. 11. Pair correlation functionsgOOsrd at T=3030 K. We
compare results obtained for all oxygen atoms with those for the
most mobile and the most immobile oxygen atoms in a time interval
Dt=10 ps< tS, respectively.

TABLE I. Coordination numbers characterizing the local struc-
ture in BKS silica atT=3030 K.

Average Mobile

z̄OO 7.2 7.5

z̄SiSi 4.2 4.4

zOSisn=2d 0.99 0.94

zSiOsn=4d 0.98 0.94
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gime. On a quantitative level, several findings for models of
simple liquids [22,30] and a polymer melt[34,35], e.g., a
power-law distribution of the cluster size, cannot be general-
ized to the case of BKS silica. Moreover, there is a spectrum
of maximum mean cluster sizes in model liquids, the higher
and lower ends of which are attained by the Dzugutov liquid
and the network formers silica and water, respectively(see
Table II). However, one has to consider that, with the same
definition (see Sec. III B), the sizes of the clusters depend on
the properties of the local structure. Specifically, compared to
simple liquids, the particles in network-forming liquids ex-
hibit smaller coordination numbers and, hence, the probabil-
ity that a mobile particle has a mobile neighbor is smaller.
This means that, within the same definition, the clusters are
less likely to grow. At least to some extent, these effects are
canceled out when the mean cluster size is normalized by the
value expected from random statistics. However, at the

present time, it is not clear whetherS̄N and S̄W allow one to
study SHD completely independent of the local structure. In
any case, a comparison of the results among the simple liq-
uids, where the coordination numbers are similar, suggests a
relation between the mean cluster size and the stretching pa-
rameterb.

A main difference between various model liquids is the
relevance of stringlike motion atT<TMCT. Though the value
of the string length is somewhat affected by the coordination
numbers, too, it is evident from the mean string lengthLN

m

and the fractionf m of mobile particles moving in nontrivial
strings, that this type of motion is an important channel of
relaxation in the Dzugutov and BLJ liquids, but not in BKS
silica (see Table II). Moreover, the two atomic species in
silica behave differently. On the one hand, some stringlike
motion is observed for the oxygen atoms. In agreement with
previous results[22,30,35], the mean string length is maxi-
mum at intermediate timestL< tS, where the peak heightLN

m

increases with decreasingT. Hence, despite a limited rel-
evance atT<TMCT, stringlike motion may become important
for the structural relaxation of the oxygen atoms nearTg (cf.
Fig. 7). On the other hand, the silicon atoms donot show
stringlike motion at intermediate times. Instead, there are
very few short strings at much later timestS! tL<ktl, im-

plying that their nature is different from that observed for
other model liquids[22,30,35]. In particular, this pronounced
disagreement of the peak times does not result from differ-
ences in the coordination numbers. Therefore, we conclude
that the “usual” stringlike motion is absent for the silicon
atoms. When we also consider that the oxygen and silicon
atoms typically exhibit two and four bonds, respectively, our
findings imply that stringlike motion is suppressed by the
presence of network structure.

Giovambattistaet al. [37] found for water that the diffu-
sion coefficientD is related to the mean cluster size via the
AG relation where the cluster size is a measure of the mass
of the CRR. In particular, they showed that a linear relation
exists between logD and SN

m−1. Gebremichaelet al. [53]
observed for the Dzugutov liquid that the cluster and string
size are possible measures of the mass of the CRR. For silica
in the studied temperature range, we observe no such relation
betweenD and either the mean cluster size or the mean
string size and, hence, the findings for water and the Dzugu-
tov liquid cannot be generalized to the case of BKS silica.

An analysis of the generalized susceptibilityxsssDtd re-
vealed spatial correlations of localized, i.e., temporarily im-
mobile, particles in BKS silica. On a semiquantitative level,
our results are in good agreement with that for BLJ liquids
[24–27]. More precisely,xsssDtd shows a maximum that
strongly increases with decreasingT, indicating a growing
length of spatial correlations between localized particles.
Moreover, the peak timet4 is located in thea-relaxation
regime and closely follows the temperature dependence of
the structural relaxation. Hence,x4 captures an aspect of
SHD that differs from that probed by clusters of highly mo-
bile particles dominant on a shorter time scale. A quantitative
comparison of the present values ofx 4

m with literature data is
hampered by the different units(reduced vs real) used in the
simulations. However, the data for the 80:20 BLJ and 50:50
BLJ liquids again imply that the structural relaxation is more
stretched for systems with pronounced SHD.

Very recently, Garrahan and Chandler[8,9] introduced a
microscopic model of supercooled liquids, which is based on
three central ideas.(i) Particle mobility is sparse and the
dynamics are spatially heterogeneous at times intermediate
between ballistic and diffusive motion.(ii ) Particle mobility

TABLE II. Quantities characterizing dynamic heterogeneity in various model liquids atT<TMCT. We
compare data for the Dzugutov liquid(DZ, T=1.05TMCT) [30,53], a 50:50 binary Lennard-Jones mixture
sBLJ1, T=TMCTd [26,62], a polymer melt(PM, T=1.02TMCT) [34,35,63], an 80:20 binary Lennard-Jones
mixture sBLJ2, T=1.04TMCTd [21,22], and watersH2O, T=1.04TMCTd [37,64] with the present results for
the oxygen(O) and silicon (Si) atoms in BKS silica atT=TMCT. The values in parentheses denote the
fractions of mobile particles,f, used in the corresponding analysis(in percent).

DZ BLJ1 PM BLJ2 H2O O Si

b 0.50 0.55 0.70 0.75 0.75 0.83 0.85

a2
m 2.5 2.0 1.3 1.6 1.3 1.3 0.8

SW
m 22 (5) 16 (6.5) 15 (5) 7.9 (7) 3.9 (7)

S̄W
m 11 (5) 6.0 (6.5) 4.2 (7) 4.9 (7) 2.8 (7)

LN
m 2.4 (5) 1.9 (6.5) 2.2 (5) 1.5 (5) 1.1 (5)

f m 0.70 (5) 0.24 (5) 0.07 (5)

x 4
m 18 4.7
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is the result of dynamic facilitation, i.e., mobile particles
assist their neighbors to become mobile.(iii ) Mobility propa-
gation carries a direction, the persistence length of which is
larger for fragile than for strong glass formers. Our present
and previous[40] results support the main ideas of the
Garrahan-Chandler model on a qualitative level. Specifically,
we showed that SHD exists in BKS silica and, hence, this
phenomenon is not limited to nonstrong model liquids.
Moreover, it was demonstrated in our previous work on BKS
silica [40] that dynamic facilitation is important, which is
further corroborated by preliminary results for the Dzugutov
liquid [54]. Finally, Garrahan and Chandler argue that the
persistence length of the direction of mobility propagation
manifests itself in the relevance of stringlike motion so that
the very limited importance of this type of motion for BKS
silica is consistent with their idea of a shorter persistence
length of particle flow direction in strong liquids.

We conclude that, at least for BKS silica, there is a subtle
relation among dynamical processes on different time scales.
Specifically, we suggest that the different properties of vis-
cous liquids on the time scale of the structural relaxation are
not only a consequence of quantitative differences in SHD at
intermediate times, but also result from differences in the
spatiotemporal propagation of mobility. Consistently, we find
that the evolution of SHD at intermediate times is insensitive
to the crossover in the temperature dependence of the trans-
port coefficients, and vice versa.

Finally, we comment on the relevance of our findings with
respect to real silica. The BKS model is one of the simplest
models of silica, and neglects atomistic details such as three-
body interactions and charge transfer processes, which are
included in newer silica potentials[65,66]. Both of these
features have been demonstrated to be important for, e.g.,
structural transformations between silica crystal polymorphs
[66]. Despite its simplicity, the BKS model reproduces many
bulk dynamic and thermodynamic features of real silica.
However, local dynamics involving correlated or stringlike
motion in the melt may well be sensitive to the redistribution
of charge during bond breakage and to higher order terms in
the interaction potential. Investigation of SHD in more real-
istic silica models would determine this, and are under way.

V. SUMMARY

We showed that dynamics in BKS silica are spatially het-
erogeneous and, hence, the structural relaxation in this model

of a strong liquid cannot be described as a statistical bond
breaking process, as may have been expected from the
Arrhenius-like temperature dependence of the transport co-
efficients. Specifically, we demonstrated that there are spatial
correlations between mobile and immobile particles, respec-
tively, the extent of which grows strongly upon cooling. In
particular, the growth of dynamically correlated regions con-
tinues into the crossover to the Arrhenius temperature re-
gime. While the spatial correlations between highly mobile
particles are maximum in the late-b relaxation regime of the
MCT, those between localized particles are biggest at later
times close to the time constant of the structural relaxation.
On a qualitative level, all these findings for SHD in BKS
silica resemble that for nonstrong model liquids. Consis-
tently, we found that defects of the local network structure
facilitate the dynamics to some extent, but they are not a
necessary precondition for high particle mobility. On a quan-
titative level, a detailed comparison with literature data
showed that measures of dynamic heterogeneity at interme-
diate times, e.g., the mean size of clusters of mobile par-
ticles, exhibit a broad spectrum of values at the lower end of
which the present results for BKS silica are found. Moreover,
such comparison revealed that thea relaxation is more non-
exponential for liquids with pronounced dynamic heteroge-
neity at intermediate times. However, we found no evidence
for a straightforward relation between the properties of dy-
namics on different time scales so that the correlations are
subtle. In particular, the “fragile-to-strong crossover” for the
transport coefficients is not accompanied by a substantial
change in the temperature dependence of SHD at intermedi-
ate times. On the other hand, our results are qualitatively
consistent with a microscopic model of viscous liquids put
forward by Garrahan and Chandler[8,9]. Following their
ideas, we suggest that the spatiotemporal characteristics of
mobility propagation play an important role in the differ-
ences between fragile and strong liquids.
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