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Light-Controlled Self-Assembly of
Semiconductor Nanoparticles into
Twisted Ribbons
Sudhanshu Srivastava,1 Aaron Santos,1 Kevin Critchley,1,2 Ki-Sub Kim,1,3 Paul Podsiadlo,1,4
Kai Sun,5 Jaebeom Lee,1,7 Chuanlai Xu,1,8 G. Daniel Lilly,1 Sharon C. Glotzer,1,6*Nicholas A. Kotov1,5,6,7*

The collective properties of nanoparticles manifest in their ability to self-organize into complex
microscale structures. Slow oxidation of tellurium ions in cadmium telluride (CdTe) nanoparticles
results in the assembly of 1- to 4-micrometer-long flat ribbons made of several layers of
individual cadmium sulfide (CdS)/CdTe nanocrystals. Twisting of the ribbons with an equal
distribution of left and right helices was induced by illumination with visible light. The pitch
lengths (250 to 1500 nanometers) varied with illumination dose, and the twisting was
associated with the relief of mechanical shear stress in assembled ribbons caused by
photooxidation of CdS. Unusual shapes of multiparticle assemblies, such as ellipsoidal clouds,
dog-bone agglomerates, and ribbon bunches, were observed as intermediate stages. Computer
simulations revealed that the balance between attraction and electrostatic repulsion determines the
resulting geometry and dimensionality of the nanoparticle assemblies.

Spirals, helicoids, helices, twisted ribbons
(TRs), and other helical structures present
fascinating geometries from the perspec-

tives of mathematics, biology, optics, and mecha-
nics. The formation of helices from nanoparticles
(NPs) will make possible exploitation of the un-
usual properties of helices arising from quantum
confinement (1, 2) within NPs, as well as expand
the design space (3, 4) and offer new means of
controlling the pitch and/or chirality of the

helical structures. To achieve self-organization
of such intricate objects, it is necessary to fine-
tune the overall balance of forces, including
anisotropy of interactions that drive assembly of
NPs into larger structures. Control of these
processes will require the discovery of many-
body interactions at the nanoscale, as well as
understanding their dynamics and capabilities of
formation of complex self-organized patterns
transitioning from nano- to microscale.

As a model system for realizing these goals,
we used an aqueous dispersion of CdTe (5) NPs
(emission maximum at 550 nm) prepared (6)
with thioglycolic acid (TGA) as a stabilizer with
the TGA-to-Cd2+ ratio close to 1.0, rather than
the traditional value of 2.4 (7). Based on the variety
of existing data (1, 6, 8), these NPs exhibit strong
anisotropy due to permanent dipoles on them
(1, 8). The strongly reduced concentration of
TGA is expected to lead to the elimination of
tetrahedral apices, where the local concentration
of TGA is the highest, and an increase of the
average value of dipole on NPs. It also increases
chemical reactivity of the NPs, which intricately

interplays with the interparticle forces. After
preparation, the CdTe NPs are precipitated by addi-
tion of methanol and centrifuged for 20 min,
followed by redispersion in deionized water at pH =
9 (adjusted by addition of NaOH). The orange color
of theNP solution turns dark greenwithin~72hours,
indicating that NP self-assembly has occurred.

TRs with distinctive helicity (Fig. 1, A, B,
and D to F), were the primary product of the
aging process (Fig. 1) (6). The length of the TRs
made from CdTe typically ranged from 0.8 to
2 mm, but can be as long as 8 mm (Fig. 1). Some
straight nanowires (NWs) were also produced
as a secondary product (Fig. 1C) and were
identified as well-studied single crystalline Te
wires (fig. S1) (7). Unlike these NWs or other NP
assemblies (6), the TRs were made from indi-
vidual NPs layered on top of each other (Fig. 1, G
to I). Their thickness, as determined by atomic
force microscopy (AFM), was 10 to 12 nm and
corresponds to three to four NP layers. The pitch
of the CdTe TRs averaged ~350 nm (Fig. 1, E and
F). The distribution between right- and left-handed
twisting was approximately equal: 52% right and
48% left, which indicates a nearly racemicmixture
of chiral isomers (fig. S2) (7). Remarkably, the
helical ribbons form bundles in which all TRs
have the same chirality. Instead of the typical red
shift of optical features found in previous studies
of NP assemblies (6, 9, 10), a gradual blue shift of
the luminescence and absorption peaks was
observed during formation of TRs (Fig. 2A). This
observation normally would have indicated the
decrease in delocalization volume of excitons in
CdTe and, hence, a wholly different process is
taking place than that previously reported. This
phenomenon is rather unusual but can be under-
stood when the entire process of transformation of
NPs to helicoidal structures is discussed.

We first characterized the composition of the
products with x-ray energy dispersive spectros-
copy (XEDS). The atomic percent Cd:Te:S ratio
for TRs and original CdTe NPs was 46:10:44 and
43:38:19, respectively. The assembly process is
associated with considerable loss of Te and tran-
sition to CdS/CdTe NPs, in which the CdS phase
is strongly dominant. This substantial change of
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the composition can be observed in high-resolution
transmission electron microscopy (HRTEM) im-
ages (Fig. 2, C and D). The lattice spacing for
{111} planes for as-preparedCdTeNPs is 0.384 nm
but is shorter for NPs in TRs: 0.344 nm (Fig. 2C),
as expected for CdS particles. Selected-area elec-

tron diffraction (SAED) patterns of the TRs
showed the presence of characteristic diffraction
patterns for both CdTe (111) (d = 0.38 nm), (220)
(d = 0.22 nm), and CdS (100) (d = 0.34 nm),
(101) (d = 0.31 nm), and (110) (d = 0.19 nm)
planes (11) (Fig. 2, E and F). These data and the

presence of Te NWs indicate that the process of
oxidation Te2– to Te0 takes place.

To gain better knowledge about the trans-
formation of NPs into TR, dynamics of mul-
tiparticle assembly, and driving forces of this
process, we investigated the intermediate stages of

Fig. 1. (A and B) SEM
(A) and TEM (B) images
of bundles of TRs. (C and
D) Individual straight Te
NWs (C) and CdTe/CdS
TRs (D). (E and F) SEM
(E) and AFM images (F)
of individual TRs with
pitch lengths of 380 (E)
and 400 nm (F). (G) TEM
image of a cross section
of TRs (the cutting plane
may not be perpendicu-
lar to the TR axis). (H
and I) AFM image and
cross-sectional analysis
of TRs.

Fig. 2. (A) Evolution of
fluorescence spectra for
the self-organization of
NPs into TRs. (B) HRTEM
images for CdTe TRs ta-
ken in the “twist region.”
(C and D) Lattice fringes
for {111} planes for the
as-prepared NPs (C) and
those in TR (D). (E and F)
SAED patterns from CdTe
NPs (E) and TR (F) with
diffraction rings charac-
terizing CdTe and CdS
marked in red and yel-
low, respectively.
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particle self-organization with corresponding
trends in atomic composition. Both CdTe and
CdS are light-sensitive (12), so subsequent studies
were carried out both in dark and light conditions.

Examination of 1, 12, 24, and 72 hours time
points of samples assembled under ambient light
by scanning electron microscopy (SEM) and
TEM revealed an interesting evolution of shapes
of the multiparticle assemblies. Small spherical
agglomerates were the starting point of the NP-
to-TR transition and were exclusively present at

the 1-hour time point after redispersion. By 12
hours, they transformed intomuch larger spheroids
with complex elongated shapes (Fig. 3A) and
then evolved into dog-bone–shaped NP systems
by 24 hours (Fig. 3B). At 48 hours from the
beginning of the self-assembly process, the dog-
bone agglomerates reorganized themselves by
stretching along a specific axis, resulting in fairly
thick NWs (Fig. 3C) (13). At 72 hours, the thicker
linear assemblies lead to thinner ones: On closer
examination, they were the bunches of NWs or

ribbons that unravel as “bouquets” of TRs of the
same chirality (Fig. 3D and fig. S2) (7). The
transition of spherical agglomerates to dog-bone–
shaped assemblies is associated with a drastic
reduction of Te content, which subsequently in-
creased only slightly.

When the concentration of NPs was reduced
from the beginning of the reaction, the dog-bone
stage disappeared, individual nanoribbons were
formed as an intermediate stage, and the TRs
emerged at ~24 hours, followed by their bundling
together at 72 hours (fig. S4) (7). These results
indicated that ribbons represent an important
intermediate product of the NP-to-TR transition,
regardless of whether they are individual or
associated into bunches.

When assembly takes place in the dark,
after 1 hour, the NPs form loosely associated ag-
glomerates that, again, exhibit a tendency to con-
solidate by 12 hours (Fig. 3E). No intermediate
dog-bone–shaped structures were observed; their
presence must be associated with a larger number
of more strongly interacting particles. Instead, the
NPs transformed into straight, multiparticle ribbons
in 24 hours, which were also bunched together
(Fig. 3F). These ribbons exhibited the propensity
to debundle and become thinner after 48 hours
(Fig. 3G). Eventually, the reaction in the dark re-
sulted in distinct long, straight ribbons (Fig. 3H)
in 72 hours with no twisting, which confirmed the
importance of (i) straight ribbons as an intermedi-
ate stage and (ii) light as a stimulus for the transition
of straight ribbons into twisted ones. It also offered a
new means of control over helical NP assemblies.

XEDS data (Fig. 3, A to H, and fig. S6) (7) for
all of the complex intermediate stages in both light
and dark conditions reveal important points about
the nature of the processes taking place and the
origin of the unusual twisted morphology. The
oxidation of Te2– takes place in both light and
dark. After 24 hours (i.e., at the dog-bone stage for
light and the bunched-nanoribbons stage for dark
conditions), the NPs are predominantly made
from CdS, with only 3 to 5% of Te atoms. The
amount of S in illuminated samples is consistently
lower than that in NPs made in dark, and
photocorrosion of CdS must be associated with
the appearance of the twisted geometry. The
conclusion can also be confirmed by the larger
{111} lattice spacing observed in the assemblies
obtained in light conditions, rather than in the dark
(fig. S13) (7). Photooxidation of Te2– leads to the
strong change of chemical make-up of the NPs
and accompanies the general assembly in ribbons,
but it alone cannot be responsible for the
appearance of helical assemblies.

The photooxidation of CdS in CdS/CdTe NPs
before the complete removal of Te2– centers may
seem counterintuitive. However, the particles
assembling into the ribbons and undergoing the
twisting process are primarily made from CdS
already (95 to 97%). The preference for oxidation
of CdS over CdTe originates most likely from the
gradient core-shell structure of the NPs obtained
by the replacement of Te with S during the Te2–

Fig. 3. Intermediate stages of TR formation and control of the twisting pitch. (A to H) SEM images of the
ribbons assembled in ambient light (A) 12, (B) 24, (C) 48, and (D) 72 hours after redispersion of stabilizer-
depleted particles. The ribbons assembled in dark conditions at the same time points: (E) 12, (F) 24, (G)
48, and (H) 72 hours. The XEDS Cd:Te:S atomic ratios for the particle assemblies are given below the
corresponding images. (I and J) TRs prepared at different light intensities: (I) 61 and (J) 21 mW. (K and L)
SEM images of ribbons after 52 hours in dark assembly (K) and then illuminated by the ambient light (61
mW) for 24 hours (L). NP concentration, 5 mM.
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oxidation stage (7). SAED patterns indicate the
presence of both CdTe and CdS phases (Fig. 2F),
consistent with core-shell morphology. The surface
of the NPs is likely to be pure CdS, whereas the
Te atoms concentrated in the core become shielded
from the photoreaction with dissolved oxygen.
Also, the areas of delocalization of hole and
electron tend to separate in NPs with CdTe/CdS
heterojunctions, increasing the probability of in-
terfacial photocorrosion.

We further explored the effects of illumination
on NP-to-TR transitions. As such, TRs (~50 nm
wide) prepared under 61 (ambient), 45, 38, and 21
mWshowed pitch lengths of ~250 to 400 (Fig. 3I),
~500 to 600, ~1000, and ~1500 nm (Fig. 3J),
respectively (fig. S7) (7). At all light intensities,
HRTEM demonstrated the same polycrystal-
line nature composed of CdTe/CdS NPs. The
dependence of the pitch length of TRs on light
can also be traced in the dose of photons. A
sample was aged in dark conditions for more than
2 days to form straight ribbons (Fig. 3K) and then
was illuminated by ambient light (61 mW). The
SEM images showed sequential change, and the
pitch length was ~400-nm pitch length after 24
hours in light conditions (Fig. 3L).

The series of transformations of NPs and the
subsequent structures observed are different from
the reactions reported in previous organic or
inorganic helical systems (14) or other NP
assemblies (15, 16). This necessitates gaining
further insight into the balance of forces behind
the TR formation. Typical helical structures
originate from either specific crystal lattice
distortions (17), mechanical strains (18), or chiral
building blocks and form directly from the
constituents. Helical structures can be formed
because of mechanical stress or mismatch of the
crystal lattice planes. The truncated tetrahedral
structures of cubic II-VI semiconductor NPs can
potentially be chiral, but we obtained no
experimental evidence for chirality of individual
NP involved in the NP-to-TR transition. The
polycrystalline nature and the existence of two
distinct crystalline phases in the TRs (CdTe and
CdS) made the possibility of oriented attachment
(19) and screw axis dislocations (20) in the
extended crystal lattice as sources of helicity
highly unlikely. Moreover, both of these mech-
anisms of helix formation at the nanoscale
typically result in much shorter (by one to two
orders of magnitude) pitch lengths than those
observed in Fig. 1.

Therefore, we propose the following model for
TR formation: Initially, between 1 and 24 hours, in
both light and dark conditions, the attraction
between the NPs is relatively weak, and dynamic
aggregates with fairly spherical shapes are
produced (Fig. 3, A and E). The same period of
time overlaps with the completion of Te replace-
mentwithCdS. This change toCdS-dominantNPs
prevents them from recrystallizing into CdTe thin,
cylindrical NWs that have been observed before
(6), because CdS has a greater activation barrier of
recrystallization (6).

The forces between NPs are substantially
stronger for light conditions, and the spheroids
are larger and denser (Fig. 3A) than in dark
conditions. We hypothesize that the multiparticle
spheroids evolve into the dog-bone–shaped
structures (Fig. 3B) because of gradual increase
of anisotropic dipolar NP-NP interactions and the
tendency of electric dipoles to align (6). The thin
center part of the dog-bone and its conical apexes
pointing to each other from each “pole” form
through NP reorganization caused by forces that
favor axial distribution. The potential origins of
the greater dipolar interactions in the illuminated
NPs are the entrapment of photogenerated charges
at the interfacial states and unequal photoetching,
which increases the value of the dipole moment
(21). The reorganization continues until the round
“clouds” become separated and eventually reor-
ganize by stretching and producing ribbons and
their bundles (Fig. 3, C and D).

Unlike the initial round agglomerates, the
layers of NPs in the ribbons are well connected to
each other (Fig. 2B) by short-range van der
Waals interactions and hydrophilic or hydropho-
bic, dipole-dipole, and charge-dipole forces. In
such objects, twisting can be produced as a result
of internal shear strain between different NP
layers, which can be partially relieved by ac-
quiring the helical shape with uniform pitch
length, despite some increase of elastic energy
stored in the ribbon as a whole upon twisting.
This is a common property of many ribbon-like
structures (22) and was also observed in ribbons
frommultiwalled carbon nanotubes that acquire a
twisted conformation to gain better registry
between interacting graphene sheets (23). The
source of internal strain in our ribbons is light-
induced photocorrosion (24, 25) of individual
NP units, which results in reorganization of the
bonded NPs trying to attain better and/or differ-
ent packing because of the change of charge
and/or dipole moment.

In the dark, no strain is generated, and the
ribbons remain straight (Fig. 3, H and K) but tend
to bunch. When light is on, photocorrosion of
CdS results in the increase of charge/dipole in the
already assembled ribbons, the stress between the

layers of NPs gradually builds up with increasing
the time or intensity of illumination, and twisting
occurs. A greater degree of photoetching results
in greater strain in the ribbons, and hence,
stronger twisting (Fig. 3, I and J). The overall
dose of illumination is most important in this
respect; thus, the twisting can be controlled by
both intensity (Fig. 3, I and J) and the time of
light exposure (Fig. 3L).

Different experimental results, such as TEM/
SEM images, XEDS, x-ray photoelectron spec-
troscopy (XPS), and dynamic light scattering
data (Figs. 1 to 3) (7) support this mechanism of
NP assembly into TRs. Changes in atomic per-
cent composition seen in XEDS (Fig. 3, A to H,
and fig. S6) (7) and XPS data (figs. S8 to S11) (7)
confirmed photoinduced oxidation of CdS. There
are two additional pieces of evidence for this
mechanism that are particularly revealing. The key
role of oxidation in TR formation can be con-
firmed by performing the NP self-organization re-
action in an inert atmosphere. Even under light,
no twisting was observed (fig. S12) (7) when oxy-
gen was excluded from the reaction. Additionally,
the steady increase of the zeta potential of NPs
(fig. S15) from –10 to –50mV clearly indicated that
photoreaction results in a great increase in particle
charge. This finding confirms the generation of a
strong long-distance strain in the ribbons upon illu-
mination. Alternatively, chemical oxidation with
H2O2 fails to generate high zeta potential (always
below –25 mVand eventually drops to zero) and,
thus, fails to produce TRs (fig. S18) (7).

To further understand the assembly process,
we carried out computer simulations to ascertain
why the NPs under these conditions produce
ribbons as the key precursors to TRs in light and
dark conditions, and not chains (8) or sheets (1),
as previously found for the same NPs under
different conditions. This is also important from
the perspective of understanding and controlling
the forces between the NPs, so that the design
of twisted and other self-organized microstruc-
tures can be done at the NP level. To describe
the self-organization process of NPs, we used
the same coarse-grained simulation model as
did Tang et al. and Zhang et al. (1, 8, 26), with

Fig. 4. (A) A truncated
tetrahedron particle used
in the simulations. (B)
Close-up of the hexago-
nal packing structure ob-
tained from BUBBA. (C)
Plot of the energy per
particle (E/N) measured
in kilojoules permole ver-
sus the width (w) of a
ribbon measured in par-
ticles. (D and E) Top and
side views, respectively,
of straight ribbons. Pink
and yellow tetrahedra
point up; green and red
tetrahedra point down.
The arrow indicates the direction of the dipole moment.
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modified parameters (7) to account for the present
experimental conditions. Our choice of parameters
reflects the reduced amount of TGA per CdTe,
resulting in a net decrease of the charge, an increase
of the face-face attraction energy, and a change in
the direction of the dipole moment as compared
with the conditions under which chains are obtained.

We used a recently developed technique for
predicting ordered assemblies of building blocks
with strong interactions via bottom-up building
block assembly (BUBBA) (26) to determine the
preferred local packing structure of tetrahedrons
within ribbons. Then, Monte Carlo simulations
were used to calculate the energy as a function of
ribbon width to ascertain whether, and under
what conditions, ribbons of finite width (rather
than chains or sheets) (1, 8) were the minimum
energy structures. We found that NPs form four
interdigitated layers grouped in two bilayers with
tetrahedrons arranged hexagonally and inverted
in alternate layers for denser packing (Fig. 4),
which is consistent with TEMand SEMobserva-
tions (Figs. 1, G to I, and 2B), albeit without the
packing perfection seen in the simulations. The
energy of the ribbon is minimized for a range of
widths of ~18 to 110 nm, which matches struc-
tural parameters of TRs very well (Figs. 1 to 3).
Increasing the charge resulted in more narrow
ribbons, whereas decreasing the charge resulted
in wider ribbons.

Overall, the multiparticle behavior and tran-
sition from packing into chains, ribbons, and sheets
can be understood in terms of a competition be-
tween the face-face attraction and the charge-charge
repulsion. For low charge and strong face attraction,
as was the case in previous studies (1), particles
pack very densely and would, if constrained to
the same packing structure, form infinite two-
dimensional sheets. By increasing the amount of
charge, an infinite sheet becomes energetically
unfavorable because of the long-range electrostatic
repulsion, and NPs assemble as ribbons. Further
increase of particle charge will eventually result in
chains, as was observed for higher concentrations

of TGA (6, 8). Note that this concerns the effect
of NP charge before the assembly. Once a larger
NP system is assembled and held together by
strong interparticle interactions, it may not be
able to transition freely from sheets to ribbons of
smaller width and then to chains. However, if
there are structural units more loosely attached to
each other, such as ribbons in bunches, they do
separate, as can be seen by the unraveling of the
bouquets of TRs (Fig. 3D and fig. S14).

The notion of evolving NP assemblies and
better understanding of parameters controlling
behavior of large numbers of nanoscale particles
as a whole will be useful for many other nano-
colloid systems. This study demonstrates that light
can induce microscale twisting of the matter due
to strong effect on the mutual interactions of nano-
scale building blocks in a multibody system. The
modulation in the pitch length for the TRs under
different light intensities creates a new approach
in the synthesis of nanostructures and new oppor-
tunities to generate nanomaterials with controlled
circular dichroism and other optical, electronic,
and mechanical properties.
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The Near-Tip Fields of Fast Cracks
Ariel Livne, Eran Bouchbinder,* Ilya Svetlizky, Jay Fineberg†

In a stressed body, crack propagation is the main vehicle for material failure. Cracks create large stress
amplification at their tips, leading to large material deformation. The material response within this
highly deformed region will determine its mode of failure. Despite its great importance, we have
only a limited knowledge of the structure of this region, because it is generally experimentally
intractable. By using a brittle neo-Hookean material, we overcame this barrier and performed direct
and precise measurements of the near-tip structure of rapid cracks. These experiments reveal a
hierarchy of linear and nonlinear elastic zones through which energy is transported before being
dissipated at a crack’s tip. This result provides a comprehensive picture of how remotely applied forces
drive material failure in the most fundamental of fracture states: straight, rapidly moving cracks.

Material failure occurs at small scales in
the immediate vicinity of the tip of a
crack. The existence of a crack in an

otherwise perfect material dramatically amplifies

applied stresses to values that approach a mathe-
matical singularity at the crack’s tip (1). The stress
fields formed by a crack transport remotely ap-
plied elastic energy to the crack’s tip, where the

energy is dissipated by material fracture. Even
small external stresses can generate sufficiently
large stresses within this small microscopic re-
gion to initiate fracture. Linear elastic fracture
mechanics (LEFM) provides the theoretical frame-
work for understanding this stress amplification.
LEFM assumes that thematerial under stress obeys
linear elasticity (that is, Hooke’s law) at every point
up to the very near vicinity of a crack’s tip. All of
the complex dissipative and nonlinear processes
that are involved in fracture and not described by
LEFM are assumed to occur within a sufficiently
small region around the tip. Nevertheless, this
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